State of California - Department of Transportation

MATERIAL PLANT QUALITY PROGRAM AC, Rubber, Lime Slurry, Water & Other
MPQP Continuous Mixing Operations
NMeighbelt Calibration
* reference scale units, Tost Nomber | 7 7 A / 3 L 4 / 5 [/ 6 /
weighbelt _HHH_ Type of Material
£ _ - Test Length (min.)
reirRnGeEan EﬁpmlH_ Displayed Rate (TPH)
meter
= Calculated Rate (TPH)
® average calibration error,
weiahbelt | % Actual Gross
° average calibration error, Weight Tare
meter _ _nxU (Ibs or tons) Net
* specific gravity D Aggregate Tons, Actual
Tons Metered
spg source Error
_ |_ Percent Error
Span Used
Report Calculated Span
Number 14-13 LAS|| | yseability
District [ 01| IMark If Used *
inspected by [[X 1T __——tLed| YieterCalibration
iqui ! Slow Mid Fast
plant owner Type of Liquid ] :
[ Granite| | Test Length (min.) 305  10.75 6.5
lant location Displayed Rate (TPH) 1 ‘_oq_ 274 458
_ Highway ._.\m Calculated Rate (TPH) 98.36 279.07 462.46
| 1 1 |
lant type | continuous Drum Actual Gross _ o, oo, ‘_oo,
ptant typ
Weight Tare 1 50 50 49.9
scale agency {lostorfdhe) 50.00 50.00 50.10
Granite Owned Weights| e : : :
Asphalt Tons, Actual | 50 50 50.1
inspection date 01/06/201 Gallons Metered
Tons Metered 49772 50.073 50.178
Error -0.2276 0.0728 0.0775
Percent Error -0.4552 0.1456 0.1547
Span Used 0.9976 0.9976 0.9976
Calculated Span 1.0022  0.9961 0.9961
Useability Acceptable | Acceptable Acceptable
Mark If Used *
Run Note CRT
Comments on Indiviual Calibration Runs
Interlocks OK i
Meter sn # 14083259




